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TECHTRONIC PRODUCT DEVELOPMENT LIMITED
28F&29F, TOWER 2, KOWLOON COMMERCE CENTRE, 51 KWAI CHEONG ROAD, KWAI CHUNG,

HONGKONG

The following sample(s) was/were submitted and identified on behalf of the client as:

Sample Description

Sample Color

Style No.

Proposed Care Instruction :

Test Performed

Sample Receiving Date
Testing Period

Test Result(s)

Signed for and on behalf of

(A)Mock up (18G nylon liner, nitrile coating chemical glove)

(A)Red

4932493228,
4932493229,
4932493230,
4932493231,
4932493232

Selected test(s) as requested by applicant

Jul 28, 2023
Jul 28, 2023 - Aug 04, 2023

Unless otherwise stated the results shown in this test report refer only to the
sample(s) tested, for further details, please refer to the following page(s).

SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd

i (ans

Sara Guo (Account Executive)
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Test Result
Test Requirement Comment
Regulation (EC) No 1935/2004 of the European Parliament and of the Council of 27
1 October 2004, (EU) No 10/2011 and its amendment (EU) 2020/1245 Regulation - Pass
Overall Migration
Test Part Description:
L Material
SNID Sample No. Description (claimed by the client)
SN1 A1 A:Plam(nitrile F\:th)h waterbased PU

The ratio of surface area to volume

SGS Sample ID Overall Migration

A1l

10.0 dm%kg

Requlation (EC)

No 1935/2004 of the European Parliament and of the Council of 27 October 2004, (EU) No

10/2011 and its amendment (EU) 2020/1245 Regulation - Overall Migration

Test Method: With reference to Commission Regulation (EU) No 10/2011 of 14 January 2011 Annex lli
and Annex V for selection of condition and EN 1186-1:2002 for selection of test methods;
EN 1186-3:2022 Test methods for overall migration in evaporable simulants
Test Condition
95% Ethanol Isooctane
A1l 40°C, 0.5 hr 20°C, 0.5 hr
Simulant v ; A1l A1 Al o
used Limit | Unit(s) | RL | 4st Migration) | (2M Migration) | (3@ Migration) | St2Pility | Comment
95%
Ethanol 10 mg/dm? 3.0 12.5 7.0 5.5 YES Pass
Isooctane 10 mg/dm? 3.0 9.5 5.0 3.0 YES Pass
Notes:

(1) Analytical tolerance of evaporable simulants is 2 mg/dm?2 or 12 mg/kg, analytical tolerance of olive oil
simulant is 3 mg/dm?2 or 20 mg/kg.

(2) Test condition & simulant were specified by client.

(3) A material or article with overall migration result that exceeds the overall migration limit by an amount not
exceeding the analytical tolerance, shall be deemed to be in compliance with the overall migration limit.

(4) For repeated use, compliance of the material or article is verified on the basis of the level of the migration

found in the third
migration test.

test and on the basis of the stability of the material or article from the first to the third

(5) Visible color migration in the simulant
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Remarks:

(1) mg/dm? = milligram per square decimeter
mg/cm? = microgram per square centimeter
mg/L = milligram per litre
mg’/kg = milligram per kilogram

(2) °C = degree Celsius

(3) <=less than

(4) RL = Reporting Limit

(5) ND = Not Detected (< RL).

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

Sample Photo

The statement of conformity in this test report is only based on measured values by the laboratory and does not
take their uncertainties into consideration.

***End of Report™*
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